



[bookmark: _GoBack]Gambar 1 (A) spektrum gugus fungsional MTA Angelus®, (B) spektrum gugus fungsional nano silika sekam padi metode sol gel, (C) spektrum gugus fungsional nano silika sekam padi metode pirolisis
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Gambar 2 Spektrum FTIR gabungan antara MTA Angelus® (Garis merah), nano silika sekam padi metode sol gel (garis kuning) dan nano silika sekam padi metode pirolisis (garis biru).
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